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Outline

• MOSFET structure

• MOSFET operation

• Small dimension effects
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MOS: Metal Oxide semiconductor
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NMOS - off

• No inversion layer in channel.

• No drive (drift) current.

• Only leakage current (from gate and drain terminals).
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NMOS – on (saturation)

• When Vgs > Vth , an inversion layer is formed.
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Modes of operation
• Cutoff 

– (Vgs < Vth)

• Saturation 

– VGS > Vth

VDS > ( VGS - Vth )

• Linear region

– VGS > Vth

VDS < ( VGS - Vth )

• Vth= Vth0+ γ[(Vsb+2Φ)0.5-(2Φ)0.5]
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Channel length modulation
• L effective reduce when Vd > Vd_sat
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Short channel effects
• Charge sharing

Chan Tuck Boon (tuckie@ucla.edu) 8

Vth

L
p

N+

Gate

N+

Source Drain+ + + + + + + + +

+ + + + + + + +

p

N+

Gate

N+

Source Drain+ + + + + + + + +

+ + + + + + + +



NanoCAD Lab

Drain-induced barrier lowering (DIBL)

• Drain voltage “pull down” electron barrier.

• Vth depends on both L and Vds.
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Velocity saturation
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Narrow width effects
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